
 1 of 1

AIP Conference Proceedings  • Volume ����  • �� April ���� • Article number ������  • �st International Conference on

Manufacturing Engineering Technology, IConMET ����  • Virtual, Online  • �� July ����through �� July ����  • Code ������

◅ Back to results

 Download  Print  Save to PDF ⋆ Save to list   Create bibliography

Document type

Conference Paper

Source type

Conference Proceedings

ISSN

�������X

ISBN

���-���������-�

DOI

��.����/�.�������

View less 

Publisher

American Institute of Physics Inc.

Original language

English

Wear analysis of titanium carbonitride in

machining high strength steel (KRUPP 6582) using

used palm oil as cutting fluid

Ari� T.F. ; Sayadek S.

Save all to author list

Department of Manufacturing and Materials Engineering, Faculty of Engineering, International Islamic University
Malaysia, Gombak, 53100, Malaysia

a 

Full text options Export

Abstract

SciVal Topics

Abstract

Palm oil is organic and completely harmless to human and the environment. It is a greener alternative

to synthetic oil. Moreover, it has good lubrication properties due to its polar nature. Used cooking oil is

usually discarded into the drain and contribute to the clogging in the drain and water pollution.

Otherwise, it is ended up in the landfill in a plastic container or plastic bag. Reusing cooking oil is part

of circular economy and does to some extent reduce the burden onto the environment. Clean unused

palm oil and used palm oil are used as cutting fluid in the machining of high strength steel (KRUPP

6582) using Titanium Carbonitride (TiCN) coated tool in turning process. Analyses on the tool wear,

tool life, cutting forces, material removal rate (MRR) and cost are performed. Three different cutting

speeds are employed: 194, 245 and 305 m/min with depth-of-cut (0.2 mm) and feed rate (0.1 mm/rev).

Used palm oil has shown significant decrease in wear rate by 5.9, 8.8 and 9.5% when machining at 194,

245 and 305 m/min respectively. Using used palm oil has shown increment in tool life and total volume
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removal of material by 12%, 55% and54% when machining at 194, 245 and 305 m/min respectively.

Used palm oil results in a cheaper and more economical option as a cutting fluid since there can be

savings up to 17.7-20.7%. © 2023 Author(s).
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