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Abstract

This study evaluates how the electrical characteristics of potassium sodium niobate, K Na NbO

(KNN) thin film, are affected by yttrium doping. For the KNN thin films doped with yttrium, the

secondary phase was not observed, which means that the films preserved the orthorhombic lattice.
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